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Analyzed result

Sample name NB06567-JC% 2mmalk /i Date 3/28/2019 10:38 AM
File name NBO06567-7T75 2mmak Fr-20190328 Counts 1

Application SQFP-POLYMER HE Sample model  Film

No. Component Result Unit Statistical error Detection limit Quantitation limit

1 Cl 430 ppm 2.83 1.54 4.62

2  Br (1.37) ppm 0.304 0.710 2.13
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